
  

 

 

  

Polymer compatibility chart when welding 

with Clearweld solutions and additives 

Last Updated:10/24/2024 

ABS - Acrylonitrile butadiene styrene 
ASA - Acrylonitrile styrene acrylate 
COC - Cyclic olefin copolymer 
COP - Cyclic olefin homopolymer 

FEP - Fluorinated ethylene propylene 
HDPE - High density polyethylene 
LDPE – Low density polyethylene 
PA – Polyamide (Nylon) 
PBT - Polybutylene terephthalate 
PC - Polycarbonate 
PEEK - Polyether ether ketone 

 

PET - Polyethylene terephthalate 
PETG - Polyethylene Terephthalate Glycol 
PMMA - Poly(methyl methacrylate) 
PP – Polypropylene 
PS - Polystyrene 
PSU – Polysulfone  
PVC - Polyvinyl chloride 
SAN - Styrene-acrylonitrile  
TPE - Thermoplastic elastomer 
TPI - Thermoplastic Polyimide 
TPU - Thermoplastic Polyurethane 

 

*Solution only, must coat both sides 
** Requires surface treatment for coating + O X: Strong Weld : Weak Weld : No Weld : Not Tested
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ABS + + X X X X + + X + X + + X X O O + + +
ASA + + + +
COC X + O
COP O +
FEP +**
HDPE X + O X X X X X X X O X X X X X X X
LDPE X O + X X X O X O X O X X X X X X X
PA 6 (Nylon 6) + + +
PA 6/6 (Nylon 6/6) X X X + + + X X X X X X X X X X X X X X
PA 12 (Nylon 12) + + +
PBT + + X X X + + X + + + X X X + + + + O
PC + X X X + + X + + + + X X O O + + O
PEEK X O X X X +* + X O O X X X X O O X
PEI + X X X + + + + + + + X X O + + X +
PET X O X + + X + + + X X X X X O O O
PETG + X X X + + O + + + O X X O O + O O
PMMA + O O X X + O + X O + X X O X + + O
PP X X X X X X X X X X X + X X X X X X
PPO X X X X X X X X X X X X + + X X X X
PS O X X X + O X O X O O X + + O O O X
PSU O X X X + O X + X O X X X O + O X O
PVC + X X X + + O + O + + X X O O + X O
SAN + + X X X + + O X O O + X X O X X + X
TPE +
TPI +
TPU + X X X O O X + O O O X X X O O X +


